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Electrocoagulation is an electrochemical method based on the in situ generation of coagulating agents by
sacrifical anodes use. In this paper we aimed to study the adsorption process kinetics of two dyes with
multiple industrial uses, namely, Indigo Carmine and Alizarin Saphirol. Also, the influence of current density
and initial pH value on adsorption process kinetics was evaluated. The results revealed that on aluminum
anodes, the highest adsorption process rates and the lowest half – time values were obtained at pH = 6.
In the case of iron anodes use, we have noticed that the half-time decreased with increasing pH and the
initial adsorption rate values increase with pH increasing.
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It is generally considered that the pollutant removal
when using electrocoagulation is due to its adsorption on
the surface of flocs generated inside the electrochemical
cell under the direct influence of the applied current density
[1,2].
In a complex process, the process speed is determined
by the slowest step. Critical analysis of dye solutions
electrocoagulation showed the existence of two separate
processes occurring in the electrochemical cell [3,4,17],
namely:
- the electrochemical process itself which generates
flocs;
- the physico-chemical process in which the pollutant is
adsorbed on the surface of the flocs formed in the previous
step [5,6].
Because the electrochemical process speed is much
higher than the one of the physico-chemical process, it is
considered that the process underlying the pollutant
elimination is similar to classical adsorption, except for
the step of floc generation, fact which highlights the
importance and need of a study regarding the in situ
generated flocs adsorption ability of the dyes studied [1012,19].
By means of kinetic study regarding the Indigo Carmine
and Alizarin Safirol dyes adsorption on the flocs
electrochemically generated inside the electrocoagulation
cell we aimed to establish the pollutants adsorbtion speed.
Since we can estimate the amount of coagulant agent
generated in the system at time t, the electrocoagulation
system behavior used to remove dyes can be modeled
using adsorption processes[7, 9, 15].
During the electrocoagulation process, the insoluble
metal hydroxides contribute to the removal of colorants
through surface adsorption.
During the adsorption process is presumed that the
pollutant acts as a ligand binding to the Al/Fe hydroxides
formed in the electrocoagulation cell with the formation
of a gelatinous precipitate [13,15].

For the interpretation of the experimental results
obtained from the electrocoagulation studies we used a
kinetic model of pseudo-second order. Using this model,
we’ve been also calculated the kinetic parameters of the
two dyes selected for the study adsorption process. The
reactions below describe the second order kinetics that
we have used [5,14].
Where qe is the amount of dye absorbed at equilibrium,
qt represents the amount of dye adsorbed at time t, and k is
the pseudo-second order kinetic constant.
By integrating the above equation taking into account
the boundary conditions t = 0- t qt = 0 - qt the following
formula is obtained [5,18]:
(2)

Rearranging the terms, the linearized form of equation
is obtained:
(3)
(4)
(5)

where: v0 is the initial dye adsorption process speed, mg / g
min and t1/2 is the half-life, min.
From the graphical representation of the t/qt parameter
versus electrocoagulation time it can be determined the
pseudo-second order rate constant, k [20,5]
Experimental part
Materials and methods
Alizarin Saphirol and Indigo Carmin dye were provided
by Sigma-Aldrich and used as received without further
purification. All chemicals used in this study were of
analytical grade [8].
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Experimental procedure description
The dyes solutions were prepared by dissolving a
required quantity of Alizarin Saphirol, respectively Indigo
Carmine dye powder in distillated water in order to reduce
the interferences. At the begining of the each run, 1000 mL
of solution was prepared and 800 mL were placed in the
electrochemical cell, the electrodes were immersed in
solution and connected to a Mastech HY3005D DC power
supply.
The pH of the aqueous samples was adjusted to desired
value using 6% H 2SO 4 and respectively, 0.1N NaOH
solutions and during the whole period of experiments was
monitored using a Consort C380 pH-meter (0.01 pH
resolution, Pt1000 sensor).
At the end of the electrocoagulation experiments, before
analysis, the samples were filtered using white ribbon filter
paper. The dye concentration was determined at the
wavelenght corresponding to the maximum absorbance
(600 nm for Alizarin Saphirol, respectively 610 nm for Indigo
Carmine) using a UV-Vis double beam spectrophotometer
Cintra 5 (spectral range 190-1100 nm) [16].
Results and discussions
The solution pH influence
From the graphical representation of Alizarin Saphirol
dye adsorption capacity varriation in time (fig. 1a) it can be
observed that the process is fast both in the case of
aluminum and iron anodes, reaching equilibrium after about
3 min in the case of iron respectively 8 min in the case of
aluminum electrodes.
We also noted that is the case of aluminum anodes, the
highest load levels were obtained at pH = 6, fact which is
consistent with the very good results obtained previously
for the colour removal degree at the same amount of
working solution pH.
A possible explanation for this system behaviour can be
correlated with the fact that at pH = 6 in the system

predominates some aluminum complex having great
capacity for adsorption of dye molecules.
Regarding the results that we have obtained with iron
anodes (fig. 1b), it is obvious that after only two minutes of
electrocoagulation, in the system, at pH = 8, there are
enough active species capable of adsorbing a significant
amount of dye .
In figure 1c are presented the results that we have
obtained in the study of working solution pH influence on
the adsorption process kinetic and thus, on the adsorption
capacity.
On the basis of the data obtained for aluminum anodes
at an initial concentration of 1 10-4 M, it can be seen that
the adsorption capacity value increases from 9.47 mg/kg
recorded at pH = 10 to 20.49 mg/kg at pH = 6. For a 5 104
M inital concentration, the adsorption capacity of the metal
hydroxide flocs is growing from 55.03 mg/kg at pH = 10,
to 127.51 mg/kg to pH = 6.
The adsorption capacity of the iron hydroxides (fig. 1d)
for an initial Alizarin Saphirol solution concentration of 1
10-4 M is about 22.13 mg dye/kg metal hydroxide at a
working solution pH value = 2, while at pH = 8 is of 42.91
mgdye/ kg metal hydroxide.

Fig. 1c.Alizarin Saphirol adsorption process kinetic, Ci = 1 . 10-4 M,
working pH values: 4 (x),6 (c),10(), Al anodes

Fig. 1a. Alizarin Saphirol adsorption process kinetic, Ci = 5 . 10-5 M,
working pH values: 4 (x), 6 (c), 10(), Al anodes

Fig. 1d. Alizarin Saphirol adsorption process kinetic, Ci = 1 .10-4 M,
working pH values: 2 (x), 6 (c),8 (), Fe anodes

Fig.1b. Alizarin Saphirol adsorption process kinetic, Ci = 5 . 10-5 M,
working pH values: 2 (x),6 (c),8 (), Fe anodes
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The results obtained for an initial working solution
concentration of 5 10-4 M (fig. 2a and 2b,) reveals that the
largest adsorption capacity was obtained at pH = 8, and
the lowest at pH = 2, which is in agreement with the
prevoius results obtained for colour removal efficiency.
In figures 2c, 2d -3 we presented the experimental results
obtained for the study of inital pH value influence on the
adsorption process kinetic of Indigo Carmine dye.
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Fig.2a. Alizarin Saphirol
adsorption process kinetic,
Ci = 5 . 10-4 M, working pH
values: 4(x),6 (c),10(Ï),
Al anodes

Fig. 2b. Alizarin Saphirol
adsorption process kinetic,
Ci = 1 . 10-4 M, working pH
values: 2 (x), 6 (c),8 (),
Fe anodes

Fig.2c. Indigo Carmine
adsorption process
kinetic, Ci = 5 . 10-5 M,
working pH values: 4(x),
6 (c), 10 (),
Al anodes

Fig.2d. Indigo Carmine
adsorption process kinetic,
Ci = 5 . 10-5 M, working pH
values: 2 (x), 6 (c),8 (),
Fe anodes

Unlike Alizarin Saphirol, we’ve been noted that the
adsorption process is slower, the time required for reaching
the equilibrium being higher and significantly inffluenced
by the dye solution initial concentration, namely the anode
material type chosen for the studies.
Thus, in the case of aluminum anodes at an initial Indigo
Carmine concentration of 5 10-4 M, the adsorption capacity
increases from 140.56 mg dye/kg metal hydroxide at pH
= 10, to 201.56 mg dye/kg metal hydroxide at pH = 6,
while for at a 5 10-5 M concentration, the adsorption
capacity increases from 42.43 mg dye / kg metal hydroxide
at pH = 10, to 79.18 mg dye / kg metal hydroxide at pH =
6.
Regarding the results obtained for the kinetic studies
done on iron sacrificial anodes, we have noticed that the
pH value influences the adsorption capacity, because for
the same Indigo Carmine solution concentration we have
noted an increase in the adsorption capacity with increasing
the pH of the solution.
Thus, the adsorption capacity increases from at an initial
concentration of 5 10-5 M from 42.14 mg/ kg at pH = 2 to
79.56 mg / kg at pH = 8, while at a concentration of 5 10 4
M, the capacity is increased from 185.17 mg / kg at pH =
2 at 212.77 mg / kg at pH = 8.
In figures 4a and 4b we revealed the graphical
representation of the second order kinetic equation
linearized form for Alizarin Saphirol - aluminum, respectively
iron anodes system.
From the data analysis we have seen that the correlation
coefficients values for the processed data sets are very
close to 1, which suggests that the adsorption is indeed
described by a pseudo - second order kinetic.
The relevant parameters obtained using the second
order kinetic equation are shown in tables 1-4.
With the regard to the kinetic parameters specific for
the adsorption process, namely, the initial speed and halflife, their values are influenced by the initial pH.
Thus, in the case of Alizarin Saphirol, on aluminum
anodes, the highest adsorption process rates values and
the lowest half time values were obtained at pH = 6.
For the experiments realised using iron sacrificial anodes
we’ve noticed that the half-time decreases with increasing
8

the pH, whereas the initial adsorption rate values increase
with pH increase.
A similar system behavior was observed for Indigo
Carmine.
From the graphical representation of the kinetic equation
linearized form shown in figure 4c and figure 4d we
observed that the experimental data obtained for Indigo
Carmine dye fits well on the theoretical curves obtained
from the pseudo-second order kinetic model, for both
experiments carried out on aluminum and respectively iron
anodes.

Fig.3a. Indigo Carmine adsorption process
kinetic, Ci = 1 . 10-4 M, working pH values: 4(x),
6 (c), 10 (), Al anodes

Fig.3b. Indigo Carmine adsorption process kinetic, Ci = 1 . 104
M, working pH values: 2 (x), 6 (c), 8 (),
Fe anodes
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Fig. 3c. Indigo Carmine
adsorption process kinetic,
Ci = 5 . 10-4 M, working pH
values: 4(x),6 (c), 10 (),
Al anodes

Fig. 4a. Graphical
representation of the
second order kinetic
equation linearized form
for Alizarin Saphirol aluminum anodes system

Fig. 3d Indigo Carmine
adsorption process kinetic,
Ci = 5 .10-4 M, working pH
values s: 2 (x), 6 (c), 8 (),
Fe anodes

Fig. 4b. Graphical
representation of the
second order kinetic
equation linearized form
for Alizarin Saphirol iron anodes system

Table 1
VALUES OF SECONDORDER KINETIC
EQUATION PARAMETERS
FOR ALIZARIN SAPHIROLALUMINIUM ANODES
SYSTEM
Table 2
VALUES OF SECONDORDER KINETIC
EQUATION PARAMETERS
FOR ALIZARIN SAPHIROLIRON ANODES SYSTEM
Table 3
VALUES OF SECOND-ORDER
KINETIC EQUATION
PARAMETERS FOR INDIGO
CARMINE-ALUMINIUM
ANODES SYSTEM
Table 4
VALUES OF SECONDORDER KINETIC EQUATION
PARAMETERS FOR INDIGO
CARMINE-IRON ANODES
SYSTEM

Fig. 4c. Graphical
representation of the
second order kinetic
equation linearized form
for Indigo Carmine aluminum anodes system
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Fig. 4d. Graphical
representation of the
second order kinetic
equation linearized
form for Indigo Carmine
- iron anodes system
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Fig. 5a. Alizarin Saphirol
adsorption process kinetic, Ci
= 5 . 10-5 M, current density
values: 50 A/m2 (x),100 A/m2
(c), 200 A/m2 (), Al anodes

Fig. 5b. Alizarin Saphirol
adsorption process kinetic,
Ci = 5 . 10-5 M, current
density values: 50 A/m2
(x),100 A/m2 (c), 200 A/m2
(),Fe anodes

Fig. 5d. Alizarin Saphirol
adsorption process kinetic,
Ci = 1 . 10-4 M, current
density values: 50 A/m2 (x),
100 A/m2 (c), 200 A/m2 (),
Fe anodes

Fig. 5c. Alizarin Saphirol
adsorption process
kinetic, Ci = 1 . 10-4 M,
current density values: 50
A/m2 (x), 100 A/m2 (c), 200
A/m2 (), Al anodes

Current density inffluence
In figures 5a and 5b are presented the experimental
results that have been obtained with regard to the Alizarin
Saphirol dye adsorption on the flocs generated in the
system process kinetic with highlighting the effect of
current density on the the adsorption process efficiency.
From figure 5a we have noted that on aluminum anodes,
at an initial solution concentration of 5 10-5M, the adsorption
process is slower, the adsorption equilibrium being reached
after approximately 10-12 min, while on iron anode the
adsorption equilibrium is reached after 4 min (fig. 5b).
We have also noticed that the current density value
influences the adsorption capacity of flocs, thus, for the
same Alizarin Saphirol initial concentration an increase in
the adsorption capacity with current density increasing
was recorded.

10

From the analysis of data obtained for aluminum anodes
(fig. 5c) at an initial concentration of 1 10-4 M, it was
observed that the adsorption capacity increased from 82.44
mg / kg at 50 A/m2 to 103.37 mg / kg at i = 200 A/m2 while
for an initial concentration of 5 10-4 M, the metal hydroxide
flocs adsorption capacity increased from 184.56 mg/kg at
a 50 A/m2 current density to 209 407 mg / kg for i = 200 A/
m 2.
Regarding the results obtained for the adsorption
capacity evolution when using iron anodes (fig. 5d), at an
initial 1 10-4 M concentration of Alizarin Saphirol solution it
is about 80.29 mg dye / kg metal hydroxide, at a current
density of 50 A/m2, while at 200 A/m2, is 98.11 mg dye/kg
metal hydroxide.
The results obtained for a 5 10 -4 M initial solution
concentration (fig. 6a and fig. 6b) reveal that the highest

Fig. 6a. Alizarin Saphirol
adsorption process kinetic, Ci
= 5 . 10-4 M, current density
values: 50 A/m2 (x), 100 A/m2
(c), 200 A/m2 (), Al anodes

Fig. 6b. Alizarin Saphirol adsorption
process kinetic, Ci = 1 . 10-4 M,
current density values: 50 A/m2 (x),
100 A/m2 (c), 200 A/m2 (),
Fe anodes

Fig. 7a. Indigo Carmine
adsorption process kinetic,
Ci = 5. 10-5 M, current
density values: 50 A/m2 (x),
100 A/m2 (c), 200 A/m2(Ï),
Al anodes

Fig. 7b. Indigo Carmine
adsorption process kinetic,
Ci = 5 . 10-5 M, current density
values: 50 A/m2 (x), 100 A/m2 (c),
200 A/m2 (), Fe anodes
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Fig. 8b. Indigo Carmine adsorption
process kinetic, Ci = 1 . 10-4 M,
current density values: 50 A/m2 (x),
100 A/m2 (c), 200 A/m2 (),
Fe anodes

Fig. 8a. Indigo Carmine
adsorption process kinetic, Ci
= 1 . 10-4 M, current density
values: 50 A/m2 (x), 100 A/m2
(c), 200 A/m2 (), Al anodes

Fig. 9b. Indigo Carmine adsorption
process kinetic, Ci = 5 . 10-4 M,
current density values: 50 A/m2 (x),
100 A/m2 (c), 200 A/m2 (),
Fe anodes

Fig. 9a. Indigo Carmine
adsorption process kinetic,
Ci = 5 . 10-4 M, current
density values: 50 A/m2 (x),
100 A/m2 (c), 200 A/m2 (),
Al anodes

adsorption capacity value was obtained at i = 200 A/m2
and the lowest at i = 50 A/m2, which is consistent with the
results obtained previously for colour removal efficiency.
In figures 7-9 we presented the experiment results
conducted for the study of initial current density value
influence on the Indigo Carmine dye adsorption kinetics.
As in the case of Alizarin Saphirol, the current density
value applied to the cell affects the adsorption capacity of
the flocs generated in the electrochemical cell. Also, it can
be seen that the time necessary to achieve adsorption
equilibrium is determined by the initial dye solution
concentration and by the anode material type.
For example, in the case of aluminum anodes (fig. 7a),
at an initial Indigo Carmine concentration of 5 10-5 M, the
adsorption capacity increases from 183.73 mg dye / kg
metal hydroxide at i = 50 A/m2 to 211.76 mg dye / kg

metal hydroxide at i = 200 A/m2, while for an initial
concentration of 5 10-4 M (fig. 9a), the adsorption capacity
increases from 182.61 mg dye / kg metal hydroxide at i =
50 A/m2 to 201.18 mg dye / kg metal hydroxide at i = 200
A/m2.
From the analysis of the results obtained from the kinetic
studies performed on sacrificial anodes made of iron, we
have seen that increasing current density value leads to an
increase of the adsorption capacity.
Thus, the adsorption capacity increases at an initial
concentration of 5 10-5 M (fig. 7b) from 180.91 mg/kg at i =
50 A/m2 to 204.25 mg / kg at a 200 A/m2current density,
while at a concentration of 5 10-4 M (fig. 9b) the capacity
increases from 179.53 mg/kg at i = 50 A/m2, up to 212.77
mg/kg at i = 200 A/m2.
The relevant parameters obtained using the second
order kinetic equation are shown in tables 5-9.
Table 5
VALUES OF SECOND-ORDER
KINETIC EQUATION PARAMETERS
FOR ALIZARIN SAPHIROLALUMINIUM ANODES SYSTEM

Table 6
VALUES OF SECOND-ORDER KINETIC
EQUATION PARAMETERS FOR ALIZARIN
SAPHIROL-IRON ANODES SYSTEM

Table 7
VALUES OF SECOND-ORDER
KINETIC EQUATION PARAMETERS
FOR INDIGO CARMINE-ALUMINIUM
ANODES SYSTEM
Table 8
VALUES OF SECOND-ORDER
KINETIC EQUATION PARAMETERS
FOR INDIGO CARMINE-IRON
ANODES SYSTEM
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Fig. 10a. Graphical
representation of the
second order kinetic
equation linearized
form for Alizarin
Saphirol - aluminum
anodes system

Fig. 10b. Graphical
representation of the
second order kinetic
equation linearized form for
Alizarin Saphirol - iron
anodes system

Fig. 11a. Graphical
representation of the
second order kinetic
equation linearized
form for Indigo
Carmine - aluminum
anodes system

With regard to the specific kinetic parameters of the
adsorption process, namely the initial speed and half-time,
their values are influenced by the current density at which
the experiments are done.
Thus, both in the case of Alizarin Saphirol and Indigo
Carmine the results obtained on aluminum, respectively,
iron anodes indicates that the initial rate of adsorption
increases by increasing the current density value while the
half-time is reduced when current density is increased.
In figures 10a and 10b, we presented the graphical
representation of linearized form of the second order kinetic
equation in the case of Alizarin Saphirol – aluminum/iron
anodes system.
From the analysis results we have seen that the
correlation coefficients values for the processed data sets
are very close to 1, which suggests that indeed the
adsorption process follows a pseudo - second order kinetics.
From the graphical representation of the kinetic equation
linearized form shown in figures 11a and 11b we observed
that the experimental obtained for Indigo Carmine dye fall
well on the theoretical curves obtained from the pseudosecond order kinetic model, both for experiments carried
out on aluminum and iron anodes.
Conclusions
Because the speed of the electrochemical process is
much higher than the physicochemical process, it is
considered that the underlying pollutant elimination is
similar to classical adsorption, except for the step of flocs
generation, which highlights the importance and need for
a study on the ability of dyes adsorption on the in situ
generated flocs.
By realising a kinetic study for the adsorption of Indigo
Carmine and Alizarin Saphirol dyes on the flocs
electrochemically generated inside the electrocoagulation
cell, we aimed to establish the pollutants adsorbtion rate
in different working conditions.
The results revealed that on aluminum anodes, the
highest adsorption process rates and the lowest half – time
values were obtained at pH = 6.
In the case of iron anodes use, we have noticed that the
half-time decreased with increasing pH and the initial
adsorption rate values increase with pH increasing.
Also, based on the graphical representation the kinetic
equation linearized form we have noted that the
experimental data obtained for the two dyes studied can
be described mathematically precise enough with pseudosecond order kinetic model for both experiments done on
aluminum and iron anodes, which demonstrates that the
12

Fig. 11b Graphical
representation of the
second order kinetic
equation linearized form
for Indigo Carmine - iron
anodes system

adsorption of these compounds follows a second order
kinetic.
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